
Specification
Items Specification Test Index
Appearance White powder /granule passed
Viscosity m Pa.s 5000-9000 6427
Loss on dring,% ≤ 10 7
Sulfate( SO4),% ≤ 0.5 0.45
Arsenic(As)% ≤ 0.0002 0.0002
Heavy metals(Pb),% ≤ 0.002 0.002
Low polymers(below 1000),% ≤ 5 5
Residue on ignition ≤ 76 76
PH value(1% water solution,25°C 8.0-11.0 10.2


