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CHAGNZHOU XUNAMING CHEMICAL INDUSTRY CO.,LTD

Certificate of Analysis
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Product Name 3,4-— 2 A Manufacture Date 2017-09-21
fit 5 % H 3
Batch No. 20170921 Inspection Date 2017-09-21
N = REH S
Quantity S000KG Report No. 20170921-02
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Quality controlling standard & inspection result
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Appearance
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- 99.0 % min 99.57%
Assay
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TREE 0.50%max 0.10%
DL
MP 44-47 C 44.3-44.9°C
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